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Camtech, Inc. Asbestos Bulk Sample Analysis 
Rtpoft T« J.B. Spenoer Corponlion AHnelos Mr. Steve llanell Date 4-10-9S 

336 Oroover ~oed 
Greenville, PA 1612.5 Cllmleodel JDC Client Na111ben 

l'rujtd: Raymark lnd111triu, Inc., Manheim, PA PN,ftd Namben 9S<Jn.4 

Doe, Aabeatoe Pretent Other Fibrou■ 

Lab ID Sample Type & Peroent Material• 
I■ Sample 1. Onysotile 1ype &Percent Procedurea 

Number Sample ID Number Sample l.omlion 
Hom011eneo111? 

Sample O,lor Conlain 2. Am011ile I. Fibrou■ Glll!I lll!d Nolel 
Layered? Asbettoa 

3. Crocidolite 2. Celluloae Fiben? 
4. Other 3. Other 

ISIJ.49 9S094-17-39 bl F1oor 001et Let\ Enlnnce eat Center 
No• Ye■ Gray/Drown ND NA ND Allhed 

Offioe - Yellow/Drw Plaid Unoleum 

UIJ.49 95094-17-39 Mulic •4 

151.JSO 9.5(Jl)4. l7-40 ht floor We■t C.enler Offioe al Ruer - No• Yea Gray/Drown ND NA ND Alhed • •2 Yellow/Drw Plaid Unoleum 

1'13SO 9S094-17..ffl Mulic Yea• No Drown ND NA 11'2 <I 

ISIJ.51 9S094-17-41 ht Floor N/W Offioe behind Entrance Door • No• Ye■ Drown/Only ND NA ND Alhed • •2 
Yellow/Drw Plaid Unoleum 

ISIJSI 9S094-l7-4I Mulic Ye■• No Cream ND NA 
12 5-10 • 13 <I 

Organic 

m.m 9.5094-1 S-42 
hi Floor, But Comer South llall l!nlninoe • No• Yee Gray Ye■ II J0-40 12 2-5 
Gray Marble Unoleum 

ISl352 9.5()1)4-1 S-42 Mulic •J 

1SIJS3 95094-18-0 bl Floor, NIE Comer Hall Out■ide Lab· •1 
Gray Marble Unoleum 

. . 
Samples have been analyzed bf lhe l!PA Method 600R-93/ll6 (7-93 l!dilion). Under cunenl EPA regulatione, an "ubeat01 00nlaining materiar 00nwn1 more lhan one peroenl ube■t01. The test re■ullll are 
for the umple(■) 111brni11ed and analyzed. Peroenbge nnge■ reported are e11imale11 and not abtolute nnge value■, unle11 othenri11e Indicated. NA • Not Applicable. ND • None Deteded. 

•4 No Mutic Asl9oc:i■ted wilh Sample. 
•2 Subsample or lnhom09eneou1 Sample hu been Analyzed. 
• l Not Analyud. 
•3 Unable lo Sepanle Mulic &om Sample. 

Thomu A. Beciert • Analylt 

., .. .,._ . ,,..""''""""'' '"''" • r,_, ,, • .,,n..,, 4-,r,A r, ...... ' ,...,. ,,. 
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Camtech, Inc. Asbestos Bulk Sample Analysis 
R~por1 Tac J.B. Spencer Corporation 

336 Groover Road 
Altealloa: Mr. Sieve Hanell Data 4-10.95 

Greenville, PA 16115 Clleal~ JDC CUnil Nambffl 

Prajtd: Raymarl: lndustriea, Inc., Manheim, PA Prajed N■abffl 9.50J(JW 

Doet 
Aabeat01 Pretenl Other Fibrom 

Sample Type & Percent Material■ 
Lab ID . h Sample 1. Cl11J10lile ljpe 4 Percent Prooedura 
Number Sample ID Number Sample Localion llomogeneom7 Sample O,lor 0,ntain 

2.AmOlite l. Fibrous GI .. and Note■ 
Layered? AabeatOI 

3. Ooddolite 2. Cclluloee Fiben7 
4. Other 3. Other 

m353 95094-18-43 Mutic •3 

15135-4 95094-18-4-4 S/W O>mer of Stairwell Mid-Landin1 • Oray •1 Mable· Unoleum 

1.51354 95094-18-4-4 Mutio •3 

1.5135.5 95094-19-4.5 hi Floor Lab■ S/W Comer al Drain Pipe • Yea• No Oreen Yea II 10-20 ND Blad: 12112 Floor 1ile 

1.513.5.5 95094-19-4.5 Mulic •4 

1.51356 95094-19-46 hi Floor Lab, N. Wall Below Sink • Blad: •t 
12d2 Floor 1ile 

1.51356 95094-19-46 Mulio •4 

151357 95094-19--47 hi Floor Lab, N. Side Men'■ Room Hnlranc:e •t • •2 
- Blad: 12112 Floor 1ile 

1.513.57 95094-19-47 Mulic Yea• No Bladt ND NA 12 2-5 
I 

Sample■ have been analyzed bJ, t~ EPA Method 600R-93/lt6 (7-93 Bdition). Under cun-enl EPA re9ulalion10 an "ube■lol oontainin1 material" contain■ more than one percent ube■ t01. lbe teal reaulta are 
for lhe umple(•) 111bmit1ed and analyzed. Percenta9e nn1e1 reported are estimate■ and not ablolule nnp value■, unlea olherwile indicaled. NA • Hot Applicable. ND • None Detected. 

•3 Unable lo Sepanle Mutic &om Sample. 
• I Nol Analyzed. 
• 4 No Mutic Asiloc:iated with Sample. ---•2 Subumple of lnhomogeneo111 Sample hu been Analyzed. 

A"!(n U,-J<nlnt,t R,,.A !!;nllf! ?O? • Pitt~huroh. Penmvfvanl1 Ul.17 • (412)931-1210 • Fu: (412)931-1304 Page 2 or 14 
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Camtech, Inc. Asbestos Bulk Sample Analysis 
R~Tac J.B. Spencer Corporation Alttalloa: Mr. Steve llanell Dall! 4-10-95 

336 Groover Road 
Greenville, PA 16125 Clltmt Codt: JDC Cllfal Namben 

Pnlttdl Raymuk lndu11rie1, Inc., Manheim, PA Prated Nambm 950Jal4 

Doe■ 
Asbe1t01 Pre11ent Other Fibrou■ 

Sample 
Typo & Percent Materi■J■ 

I.ah ID I■ Sample I. Ouy,otile Type cl Pen:ent Prooedure■ 
Number 

Sample ID Number Sample Location 
Homogeneou■? 

Sample Color Contain 
2. Amosite I. Fibrou■ Gian and Note■ 

Asbe1101 
1.■yered? 

Fiben? 
3. Oocidolite 2. C-elluloeo 
4. Other 3. Other 

1,BS8 9$094-20-48 
2nd F1oor, Side Top or Stairwell Hallway· 

No• Ye■ Red/Brown ND NA #I <I Ashed• •2 
Red Plaid Unoleum 

151358 95094-20-48 M■1tic •4 

1513.59 95094-20-49 2nd Floor, N/W Comer 11■11-y Outalde 
No• Ye■ Red/Brown ND NA #I <I Ashed • •2 

l.■be • Red Plaid Unoleum 

151359 95094-20-49 M■1tic Yet• No Cream ND NA ,n 2-5 

151360 95094-20-50 
2nd Floor, S. Side or S/W Oltioe Enlr■noe • 

No• Ye■ Red/Brown ND NA •1 2-5 Ashed • •2 
Red Pl■ld Linoleum 

mx,o 95094-20-50 Murie Yet• No Cream ND NA #3 <l Synthetic 

151361 95094-21-51 
2nd F1oor I.ab, East Door Jamb • Tan 9x9 

No• Ye■ Brown Ye■ •1 10-20 ND •2 
F1oor 1ile 

151361 95094-21-51 Murie Ye■• No Black ND NA 112 2-5 

151362 95094-21-52 2nd Floor I.ab, S/E Comer or NIB OOioe • •1 • •2 
Tan 9x9 Floor 1ile I 

Sample■ have been an■lyr:ed bJ the EPA Method 600R-9J/ll6 (7-93 Edition). Under current EPA regulation■, an "ube■to■ oontaining material" contain■ more than one percent ube■ro■• The te■ t re■ulta ■re 
ror the 11mple(1) '"bmilted and analyzed. Percentage r■n9e■ reported are e■ timale■ ■nd not abeolute nn9e value■, unlea otherwise indicated. NA • Not Applicable. ND • None Detected. 

•2 Subsample or lnhomoaeneou■ Sample hu been Analyzed. 
•4 No Murie "->dated with Sample. 
0 1 Not Analyzed. . .......... 

Thomu A. Beckert • Analy■ r 

•••n • ._.,_,_._, n __ _. c-•• :,_ 'V\o'I " O:u.J.,,_h PannMv•nl, 1"?17 • 141?\011-1210 • Fu: (412}931-1304 P1111e 3 or 14 
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Camtech, Inc. Asbestos Bulk Sample Analysis 
R~port Tue J.D. Spencer Cmponition Attmllom Mr. Steve Harrell Da~ 4-10-95 

336 Groover Road 
Greenville, PA 16125 Client Code JBC CUrat Number: 

Praftdl Raymuk lndu1tne1, Inc., Manheim, PA Projtd Numbrn 9.5030W 

Doe■ 
Asbe1101 Pre■ent Other Fibrou■ 

Sample 
Type & Peroent Matenal■ 

l..ah ID 11 Sample I. Oupotile Type & Peroent Prooedure■ 
Number 

!,;ample ID Number Sample Location 
Homogeneou■7 

Sample C.Olor C.Ontain 
2. Ammite t. Fibrou■ Glu■ and Notes 

Layered? 
Asbestos 

3. Crocidolite 2. C-ellul01e 
Fiben7 

4. Other 3. Other 

151362 95(Jl}4-21-52 Mutic Yea• No Bladt ND NA 12 <I 

15136.J 9~-21-53 2nd Floor Lab, N/W Comer - Tan 9a9 floor . •1 • •2 
1ile 

151363 95094-21-53 Mutic Yee• No Bladt ND NA ND 

151.364 95094-22-54 2nd floor l..ab, East Door Jamb • Bl'O'WII 9a9 
No• Yes Brmm Ye1 .,. 10-20 ND •2 

floor 1ile 

151.364 95(11}4-22-54 Mutic Yea• No Bladt ND NA 12 2-5 

151365 9~4-22-55 2nd Floor l..ab, S/1! Corner or NIE ornoe - •t • •2 
Brown 919 floor 1ile 

151365 95(11}4-22-55 Mutic Yea• No Bladt ND NA ND 

151366 95(Jl}4-22-.56 2nd floor l..ab, N/W Comer • Brown 919 ••• •2 
floor 1ile 

151366 95(Jl}4-22-.56 Mastic Yea• No Bladt ND NA ND 

Sample1 h■ve·been analyzed by I~ EPA Method 600R-9:J/116 (7-9.J Edition). Under current EPA re1ul1tion1, an °ube1t01 oont■inins m1ten11• 00ntaln1 more lh■n one peroent ubeatoe. The lelt re■ulll ue 
ror the Nmple(■) ■ttbmitted ■nd 1n1!yud. Peroent■se nnset reported ■NI e1tlm11ea ■nd not abaolute nns• v■luu, uni- 01herwl111 Indicated. NA • Not Appllmbla. ND • None Detec:tecl. 

• I Not Analyzed. 
•2 Subsample or lnhomoseneous Sample hu been Analyzed. 

-1,'Wl McKnitthl Road, Suite 202 • Pittsbu11th, Pennsylv11ni1 1S237 • (412)931-1210 • Fu: (412)931-1304 Page 4 of H 



u 

Camtech, Inc. Asbestos Bulk Sample Analysis 
RPp,rt Tac J.B. Sr,enoer Corponlion Attnllos Mr. Sieve Harrell Dates 4-10-9S 

J.J6 Groover Road 
Greenville, PA 16125 Cilellll Code JDC Cllml Nu111ben 

Prajtdl R■ym■rl: lnd1111rie1, Inc., Manheim, PA PraJed Na111ba1 9.503ffl4 

Doe, Albe1101 Preaent Olher Fibrou■ 

Sample 
1ype & Percent Malerial1 

Lab ID I■ Sample I. Chry,olile 1ype & Percent Procedures 
Number Sample ID Number Sample l.oc:alion 

Homoaeneo1117 Sample C.Olor C.Ont■ in 2. Am01ile I. Fibrous GI■- and Notes 
Asbe1t01 

Layered? 
Fiben7 

3. Croc:idolite 2. Celluloea 
4. Other 3. Olher 

m.J61 95094-23-51 lit F1oor, S/W Center Ollioe Door,way • 
No• Yea Green/Brown ND NA ND Ashed Green Marble Unoleum 

151361 9.5094-23-.57 Mulio •4 

151.l611 9.5094-23-511 hi floot-, South OO"iae Entnnoe • Green 
No• Ya Green ND NA ND Aahed • 02 

M■rb1e Unoleum 

15 IJ611 9.5094-23-58 Mulic Ya• No Black ND NA 12 30-40 

l51.J69 95094-28-59 hi Floor, S. Hall Jamb al While M■rble No• Ya Green ND NA ND Aiihed • •2 
Seam • Green Marble Unoleum 

151369 9S094-23-59 M■1tic Ya• No Black ND NA 12 30-40 

151370 95094-29-60 hi Floor, S. Hall Jamb at Green Marble No O Yes Gray/Brown ND NA ND Ashed Seam • While Marble Unoleum 

151370 95094-29-60 Mulic •4 

151371 95094-29-61 hi Floor, Cenler S. tlall Toilet Enlranoe • No• Yes Gray/Brown ND NA ND Ashed 
While M■rble Unoleum I 

Sample■ have been analyzed by tit~ EPA Method 600R-93/116 (7-93 Edilion). Under c:un-ent EPA regulation,, an "■1bealol oont■inin1 materiar oont■in• more than one peroent ■lhetlol. The le■l raulll are 
for the 1■ mple(1) 111bmi11cd and analyzed. Percentage range■ reported ■re atimates and not ab■olute range valuea, unlea otherwite Indicated. NA • Not Applicable. ND • None Detected. 

• I Not Analyzed. 
•4 No Mastic Anociated with Sample. 

Analyzed By: 

•2 Subumple or lnhom09eneo111 Sample hu been Analyzed. 

Thomu A. Bedcert • Analy■t 

•1'Wl McKnieht Road. Suite 202 • PiU,butRh, Penmylvanla 15237 • (4J2)93t-12IO • Fu: (412)931-1304 Pa1e, or 14 
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Camtech, Inc. Asbestos Bulk Sample Analysis 
RPpllrl Tar J.B. Speneer O>rponlion Attmtlonr Mr. Sieve Hanell Dat6 4-10-95 

336 Groover Road 
Greenville, PA 11512.S Cllrml Code JDC Cllmt N■abm 

Project! Rayman lndu11rie1, Inc., Manheim, PA Project Nambm 9SOJ004 

Doell Asbe1t01 Pre.eni Other Fibrou■ 

Sample Type 4 Percent Malerial1 
LahlD I■ Sample I. 0.rysotile Type & Pen:ient Prooeduree 
Number Sample ID Number Sample Location 

Hom03eneout? Sample Color Contain 
2. Amo■ile I. Fibrou■ Gius and Note■ 

Layered? Asbestos 
3. Ooaidolile 2. C-elluloee 

Fiben7 
4. Other 3. Other 

151371 9S094-29-61 Mutic •4 

15ll72 95094-29-62 ht Floor, SIi! Bld9. F..it Thre■hold • While 
No• Ye■ Gray/Brown ND NA ND Ashed 

Marble Linoleum 

15ll72 95094-29-62 Mutic •4 

151373 95094-30-63 ht Floor, SIi! Meler Room Entnnoa • 9,i9 
No• Ye■ Yellow-Bei90 Yea 111! 10-20 ND •2 

White Floor lile 

151373 95094-30-63 Ma■lic Ye■• No Bladt ND NA Ill 2-5 • r'2 2-S 

hi Floor, SIE Meter Room C-enler • 9ii9 . 
m.m 95094-30-64 

White Floor lile 
0 1 • 1 2 

ISl.374 95094-30-64 Mulic Ye■• No Black ND NA 112 2-S • 113 <1 
Or9anic 

151375 95094-30-6.S ht Floor, SIB Meler Room al Riser • 9ii9 0 1 • 02 
White Floor Tale 

151375 9.50!14-30-6.S Mutic Ye■• No Black ND NA 112 <I 

Sample• have been analyzed by the EPA Method l500R-93/l 115 (7-93 Bctition). Under cunenl EPA replation■, an °ube1101 oontainins malerial" oontai111 more than one percent ubellol. Tho letl reeulll ue 
for lhe umrle(s) •"""ined and anaip.ed. Percenta9e ,an9e1 reported ue e■limate■ and nol ab■olute nn9e value■, unlea olhenvise indicaled. NA • Not Applicable. ND • Nono Deleded. 

0 4 No Mutic Anocialed wilh Sample. 
1 2 Subsample of lnhomogeneout Sample hu been Analyzed. 
• 1 Not Analyzed. 

•<1:'lfl Urlt'"lnt.t hnM ,i;,.,,.., ?O?. • Pitt11honh. Pennmvanl■ 15237 • (412\931-1210 • Pu: (412)93t-1:l04 Page 6 or 14 
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Camtech, Inc. Asbestos Bulk Sample Analysis 
R~p!lli Tac J.B. Spencer Corporation Atttatlom 

336 Oroowr Road 
Mr. Steve ll11rrell Dabs 4-10-95 

Greenville, PA 16125 CllnitCoclet JDC Client N■mhen 

PNfttti Raymatk lndu■lries, Inc., Manheim, PA Pr,ifed Numbfft 9SOJC84 

Doe■ 
Albe.1011 Preaenl Other Fibro111 

Sample 
Type & Percent Material■ 

Lab ID 
Sample ID Number 11 Sample I. 0.ry,orile 1ype & Percent Procedurea 

Number Sample Location 
Hom09eneo1117 

Sample O.lor Contain 
2. Amoaire l. Fibrou1 Olu■ and Noles 

_. 

Layered? 
Asbestos 

3. Crocidolile 2. C-elluloee 
Fiben? 

4. Other 3. Other 

ISIJ76 95094-31~ bl Floor, Men'■ Room Thre■hold • 12112 
No• Ye■ Beise Yet ,1 5-10 ND •2 

Tan/Brw Floor 1ile 

1.51376 95094-31~ Mutic Ye■• No Bl■cl: ND NA 12 <I 

1513n 95094-31-67 2nd Floor, al C-enter Stairwell • 12112 •1 • •2 
Tan/Brw Floor 1ile 

1513n 95094-31-67 Murie Ye■• No Bl■cl: ND NA 1112 2-5 

151378 95094-31-68 2nd Floor, at North Stairwell • 12112 T■n/Brw •1 • •2 
Floor 1ile 

1513711 9!">094-31-68 
Murie 

Ye■• No IBl■ck ND NA 12 5-10 

1'1379 95094-32-69 Mid-Level, South Stairwell Ladiet' Room No• Yea Bei11e/Brown ND NA ND Ashed Thrahold • White/Tan Unoleum 

151379 95094-32-69 Mulic •4 

151380 95094-32-70 Mid-Level, S. Stairwell Ladie■' Room N/8 No• Ye■ 
Corner • While/Tan Unoleum 

Beiije/Brown ND NA ND Alhed 

S■mplet have been ■n■lyzed by lh~ EPA Method 600R-93/ll6 (7-93 Bdition). Under current EPA re11ui■lion1, ■n "ubealoa oontainin11 m■leri■I" mnt■in1 more lh■n one percent ubetlol. Th,, lell re■ulll 11t1 

ror the ■ample(•) 111bmi11ed and analyzed. Percenta11e nn11e1 reported ■re e■tim■le■ ■nd noi ■blolule nnse values, unlea othenri1t1 indicated. NA • Nol Applicable. ND • None Delede4. 

•2 Subsample or lnhornosene0111 Sample hu been Analyzed. 
•t Nol Anailyzed. 
•4 No Mutic "->dated with Sample. 

Thomu A. Bedter1 • An■l}'II 

•, 

ACCn ........... 1 .. 1., Dn ..... c: .. 1, .. ?ffl • Pittcm1roh. Pennmvanla 15237 • (412\931-1210 • Fa: (412)931-1304 Page 7 or 14 
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Camtech, Inc. Asbestos Bulk Sample Analysis 
R~Toc J.B. Spencer Cmporation Afttlllloa: Mr. Sieve Harrell 

. 
Date 4-10-95 

3.36 Groover Road 
Greenville, PA 16125 Client Code: JBC Client Nu111bffl •' 

Project: Raym■rk lnduslriet, Inc., Manheim, PA Projed N■111bm 950'.nW 

Does 
Albell01 Pre1ent Other Fibrous 

Sample 
Type & Peroenl M■leri■l1 

Lah ID II Sample I. Oil}'IIOtile Type .t Peroenl Procedure• 
Number Sample ID Number Sample Location 

I lomogeneoua? 
Sample Color Contain 

2. Amoeite I. Fibrou1 Gius and Nolet 
; Layered? 

AsbeslO!I 
3. Crocidolile 2. Cellulose Fiben7 4. Other 3. Other 

151Jt.O 9.5094-32-70 Mutic •4 

1.51.J,!I 9.5094-32-71 Mid-level, S. Stairwell Ladiee' Room ■t Riser No• Yea Bei9e/Brown ND NA ND Ashed 
- White/Tan Unoleum 

1513111 9.5094-32-71 Mutic •4 

1513112 9.5094.33-n hi F1oor, 2nd Room North or S/W Comer 
No• Yea Brown ND NA ND Ashed 

floor • Red Marble Unoleum 

1.51382 9!1094-3J..n Mutic •4 

1!11~.J 9.5094-JJ. 73 
2nd floor, S. File Room Top Ramp • Red 

No• Ye• Brown ND NA ND Ashed 
Marble Unoleum 

1.51383 9.5094-JJ. 73 Mutic •4 

1.51384 9.5094-33-74 
2nd floor, S. File Room Center S. End floor No• Yea Brown ND NA ND Aahed 
• Red Marble Unoleum 

151384 9.5094-33-74 Mulic •4 

Sample• have been analyzed by the EPA Method 600R-93/lt6 (7-93 Edi1ion). Under cunenl EPA re11ulalion1, •n °ubealoe mntainin9 m■teri■r 00ntain1 more than one peroenl ubell01. The teat reaulll ■re 
for the umple(•) 1ut,mi11ed and ■n■lyted. Peroenla9e ran11e1 reported ■re eslim■le1 and not ■beolute ran11e v■ luet, unlea 01herwi1e indic■ led. NA • Not Applicable. ND • None Deleded. 

•4 No Mutic As,od■ted with Sample. 

Thomu A Bedert • Ait■ lylt 

4550 McKnh,ht Road. Suite 202 • PittsbutRh, Pennsylvania 15237 • (412)931-12IO • Fu: (412)931-1304 Page 8 of 14 
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Camtech, Inc. Asbestos Bulk Sample Analysis 
Rtpnri Tac J.IJ. Spencer O>rporalion Attnllos Mr. Sieve Harrell Dal~ 4-10-95 

336 Groover !toad 
Gnenville, PA 16125 Cllral Code: JBC Cllrnt Namben 

Pniftdi Raymark lndu1lriea, Inc., Manheim, PA Prated Number. 9.503084 

Doea Asbetlos Preaenl Other Fibroua 

Simple Typo cl Percent M1leri1l1 
Lah ID la Sample t. Ony,otile Type &. Peroenl Prooedurea 
Number Sample ID Number Sample Location I lomogeneoua? Sample O,lor O,ntain 

2. Am01ile l. Fibroua Gius ind Nolet Asbe,101 
Layered? Fiben? 3. Ooddolite 2. C-ellul01e 

4. Other J. Other 

151.185 95004-34-75 
hi F1001', Eut OIJioe by Main Entrance • 

Yet• No Brown/Whito ND NA ,n 90-95 
12:112 While C-eilin8 TIie 

151386 95004-34-76 l ■t Fl001', Wat Offioe Aaoa from Main Yea• No Drown/White ND NA ,2 90-95 
Enlnnoe • 1h12 White C-eilina TIie 

151387 95004.34.77 ht Floor, Eul Oflice Adjaoenl lo S/W 
Yet• No Brown/White ND NA 12 90-95 

Enlnnce • 12112 While C-eilin9 TIie 

151388 95004-35-78 hi F1oor, South Slairwell by Fire &tin9uiaher 
No• Yea Gray- ND NA #2 <I 

• Wall Pluter Beiae/White 

151389 95094-35-79 ht Floor, SIE Bld9. C.omer &it Ri9hl Side • No• Yea Gny- ND NA if3 <I °'B•nic Wall Pluler Bei9e/While 

151390 95094-35-f!O 
lat Floor, North Stairwell by Fire Yea• No Deiae ND NA ND 
Eatin9uiaher • Will Plater 

151391 95094-35-1!I 
2nd Floor, Bld9. 28 11 Waler Fountain • Wall No• Yea Beige/Gray ND NA 12 <I 
Pluter 

ISl392 95004-35-1!2 2nd Floor, N. Stairwell Len or Liaht Switche■ Yea• No Beiae ND NA 112 <I 
• Wall Pluler 

151393 95094-35-83 2nd Floor, S. Stairwell Len or Fire Ye•• No Beige ND NA 12 <I 
Eatin9uisher • Wall Pluler 

SAmrlc1 h■ve been analyred by the BPA Melhod 600R-93/116 (7-93 Edition). Under current EPA re9ul11ion1, 1n "ubet101 containing material" oont■in■ more thin one percent ubeal.oil. The !ell retulll ■re 
for the umrle(a) ■l,\bmilled and 1n1lyred. Percen1■9e nn9ea reported ire ealim1let and not 1b,olute nnae v1luea, unle1t otherwise Indicated, NA • Not Applicable. ND • None Deteded. 

P111e 9 of 14 
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Camtech, Inc. Asbestos Bulk Sample Analysis 
.. 

R~pnrl Toe J.B. Srencer Cot'ponlion 
336 Groov-er Road 

Attmdoa: Mr. Sieve Harrell Da~ 4-10-95 

Greenville, PA 16125 Cllmt Code JDC C~nl Namben 

Projtd: Raymarlc lndu1tne1, Inc., Manheim, PA Praject N111mbm 9.50:m4 

Doe■ 
A1be1tos Present Other Fibrou1 

Sample 
Type & Percent Material■ 

l..ah ID 
Sample ID Number Sample Location 

l1 Sample 
Sample O,lor Contain 

I. O.l)'IOtile Type A Percent Procedure■ 
Number Homogeneou17 

A■be1101 
:Z. Amosile 1. Fibrous GIU! and Nolea 

l..ayered7 
Fiben7 

3. Croadolile 2. C.CllulOIICI 
4. Other 3. Other 

151394 95094-35-M 2nd Floor, C.Cnier South Perimeter Wall Near 
Yes• No Beige ND NA ND Light Switch - Wall Plaster, 

15139.S 95094-36-S5 111 Floor, Walk in Sare C.Cnler N. Wall - Yes• No Gniy ND NA ND 
Pluter 

151396 95094-36-M hi Floor, Walle in Sare f!ut Wall C.Cnler -
Yee• No Gniy ND NA ND 

PIMler 

151397 95094-36-S7 
bl Floor, Walk in Sare Eut Wall Center -

Yes• No Gniy ND NA ND 
Pla■ler 

1!11.398 95094-37-88 
2nd Floor, Bldg. 28 Top or Stain · Blue 

No• Ye1 Gray/Brown ND NA ND A■hed • 0 2 
Marble Linoleum 

1'1398 9!1094-37-88 Mulic Ye,• No Brown NO NA 12 <1 

151399 95094-37-89 
Mid-Level, Bldg. 28 North Office by Eut 

No• Ye1 Gniy/Brown ND NA ND 
Radiator - Blue Marble Linoleum 

151399 95094-37-89 Mulic 04 

151400 95094-37-90 Mid-Level, Bldg. 28 Men'• Room Foyer -
No• Ye■ Gniy/Brown ND NA ND A■hed 

Blue Marble Linoleum 

Sample■ have been analyred by the EPA Method 600R-93/116 (7-93 Edition). Under cun-enl EPA regulation■, an °ube11o1 oontaining material° oontain1 more than one percent ube1tm. The letl re1ul11 are 
for the 18mple(1) 11\bmiued and analyzed. Percentage rangea reported are e1limale1 and nol abaolule range valuet, unle11 olherwi11e indicated. NA • Nol Applicable. ND • None Deleded. 

•2 Subsample or lnhom08eneou1 Sample hu been Analyred. 
0 4 No Maitic Anodaled with Sample. 

Thomu A. Bedert • Analy■I 

4550 McKnight Road, Suite 202 • Pittsburgh, Pennsylvania 15237 • (412)931-12!0 • Fu: (412)931-1304 Page IO of J4 



u u 

Camtech, Inc. Asbestos Bulk Sample Analysis 
R~Tar J.R. Srencer Olq,onilion Attmllom Mr. Sieve llarrell D■t.s 4-10-9S 

336 Groover Road 
Greenville, PA 16115 Cllnit Coda JDC Cllrat Namben 

Pn,Jtd! R■ym■rk lndu1lriet, Inc., M■nheim, PA Praftd Nambtt: 95onw 

Doe, Albesl09 Present Other Fibrous 

S■mplo 
Type & Poroent M■leri■l1 

I.Ah II> I, S■mplo 1. Ouy,otilo Typo A Pcroenl Proocduret 
Number S■ mrle ID Number S■mple Loc:■ lion 

II01110f1cneoum7 
S■mplo Color Oont■in 2. Am01ite 1. Fibrou■ GI■- ■nd Note, 

L■yered7 
A..bes1011 

3. Crocidolilo 2. C-ellul01e 
Fiben7 

4. Other 3. Other 

m400 95094-37.90 Mutic •4 

151401 95094-37-91 ht F1oor, Foyer Bids. 28 ■I South R■di■lor • 
No• Ve■ Dei9e/Gr■y- ND NA 

# I S-10 • 12 10-20 
Blue/Bm Marble Unoleum Brown • 13 2-S Synthetic 

ISl40l 9.5094-Jll..91 Mulic •4 

1.51402 9.5094-Jfl..92 ht Floor, Foyer ■I Wat Radi■tm Bids. 28 • No• Ye■ 
Beige/Gray-

ND NA 11 S-10 • 12 10-20 
Blue/Bm M■rble Unoleum Brown • 13 2-S Synthetic 

1.51402 95094-38-92 Mutic ... 

m.eo3 95094-38-93 ht Floor, Foyer Dld9. 28 North Radi■lor - No• Ye, Bcige/Gr■ y-
ND NA 11 S-10 • 12 10-20 

Dlue/Bm M■rble Linoleum Brown • 13 2-5 Synthelic 

151403 95094-38-93 Mulic .. •4 

U14ot 95094.39.94 hi Floor, Bldg. 28 Enlrance C-enlcr Room• No• Ye, Brown ND NA ND A■hed. • •2 
Lt. Bm Linoleum 

151404 95094.39.94 Mutic Ya• No Blad: ND NA ,2 60-70 

S■mple, h■ve been analyzed by lhe EPA Method 600R-93/ll6 (7-93 Edition). Under ainenl l!PA re1ul■tion1, ■n "ubetilo■ amt■inin1 m■teri■r oont■in■ more th■n ono percent ubealo■. Tho lett retulll ■n1 
ror 1he 1■ mple(1) 1ul,mitted ■nd ■n■lyzed. Peroent■so ran9c1 reported ■re e■1im■te1 ■nd not abeolute ran110 v■lue1, unlaa otherwi111 indicated. NA • Not Applicable. ND • None Detected. 

•4 No Mulic "->ci■ted wilh S■mplo. 
•2 Subumple of lnhom01eneoua Sample hu been Analyzed. 

Thomu A. Bed:ert • An■lyll 

4550 McKniltht Road, Suite 202 • Pittsburgh, Penns)'lvania 15237 • (412)931-1210 • Fu: (412)93t-l304 Page Hor 14 



u 

Camtech, Inc. Asbestos Bulk Sample Analysis 
RPpor1 Tac J.8. Spencer Corporalion Altt'll(loa: Mr. Sieve Ham:11 Data 4-10-9.5 

.336 Oroover Road 
Cneenville, PA 16125 Cllem Cod~ JDC CIINil Num~n 

PrajttU Raymark lndu11rie1, Inc., Manheim, PA Ptaftd Namher: 95<00!4 

Does 
Atbetl01 Pretenl Other FibroWI 

Sample 
Type & Peroenl Malerial1 

Lab II> 11 Sample 1. Chry,olila Type & Peroenl Prooeduret 
Number 

Sample ID Number Sample Local.ion 
Homaseneou■7 

Sample C.olor C.onlain 
2. Amoaila 1. Fibrou■ Glut and Noles 

Layered? 
Atbe1101 

3. Crocidolila 2. Cellulo■e 
Fiben? 4. Other .3. Olher 

m4os 9.50'U-.39-9.S Ill Floor, 8ld9. 2! Cenler or Qnler Room• 
No• Yet Drawn ND NA ND A■hed • 02 

lJ. Om Linoleum 

mw 9.5094 . .39.9.5 Mulic Ye■• No Black ND NA ,2.soro 

151406 9.5094-.39-96 Ill Floor, 8ld1. 211 N/W Comer Cenler Room 
No• Yes Drown ND NA ND Aiihed • '2 

• U Brown Linoleum 

1.51406 9.5094-.39-96 Mulic Yes• No Black ND NA 112 .50«> 

1.51407 9.5094-40-97 hi Ftoor Bld9. 28 Kilchen North &it • No• Yes Dei9e/Gniy ND NA ND Ashed 
Yellow Linoleum . 

1.51407 9.5094-40-97 Mutic •4 

l.514~ 9.5094--40-98 hi Floor, Bld9. 28 8uemenl Door• Yellow 
No• Ye• Dei9e/Gray ND NA ND Ashed 

Linoleum 

1.51-tm 9.5094-40-98 Mutlc •4 

1.51409 9.5094-40-99 Ill Ftoor, Bld9. 28 Kilchen Oo■el Doorw11y • No• Ye1 Dei9e/Gray ND NA ND A■hed 
Yellow Linoleum ' 

Sample1 have been analyzed by the EPA Melhod llOOR-93/116 (7-9.3 Edilion). Under currenl EPA re11ulalion1, an °ubeat01 oontainin1 material" oontain1 more lhan one percent ubc:1101. The !ell retulll in, 
ror the umple(■) 1ubmitted and analyu,d. Peroenla9e ~n9es reported are ealimale1 and not abtolule nn9e valuea, unlea olhenviae indicaled. NA • Not Applicable. ND • None Detected. 

•2 Subumple or lnhom09eneou1 Sample hu been Analyzed. 
•4 No Melic As,oci11ed with Sample. 

Pnee 12 or 14 



u 

Camtech, Inc. Asbestos Bulk Sample Analysis 
R~Tat J.B. Spencer Corporation AHftllloa: Mr. Sieve H■nell D■lft 4-I0-9S 

3.36 OrooYer Road 
Greenville, PA 1612.S CIINll Cede! JBC CIRIIC Nambnt 

Prnftttz luym■rk lnduslria, Inc., Manheim, PA Pn,ftd N■mbm 9503a!4 

Does 
Asbesloa Pre■enl Other Fibrou■ 

Sample 
Type cl Percent M■leri■ I■ 

l■b ID 
S..mrle ID Number Sample Loc:■ lion 

I■ S■mplo 
S■mplo G>lor Contain 

I. Cluy,olile Type & Percent Prooedure1 
Number llom03eneou1? 

A■besl09 
2. Am01ilo I. Fibrou■ GI■- ■nd Nola 

Layered? 
Fiben? 

J. Croddolilo 2. Cellulose 
4. Other 3. Other 

m409 9501)4-40.99 Mutic •4 

1514!0 95094-41-100 hi Floor, North Room Entnnoo - Red 12d2 
Ye■• No Red ND NA ND Ashed 

Floor 1ile 

151410 95094-41-100 Mutic •4 

m411 95094-41-101 l ■t Floor, North Room Wat R■di■lor • Red No• Yea Red ND NA ND A■hed • •2 
121112 Floor 1ile -

151411 95094-41-101 Mulic Yea• No Bladt ND NA 12 <I 

151412 95094-41-102 ht Floor, North Room Below Sink • Red Yea• No Red ND NA ND Aahed 
12112 Floor 1ile 

m412 9.5094--41-102 Mutic •4 

151413 95094-42-103 
ht floor f!at Office by Main Enlnnce • 

Yea • No Drown Ye■ Al I 2-5 ,n 2-5 
Ceilins 1ile Glue 

151414 95094-42-104 hi Floor West Office Aaoa &om Main •1 
l!nlnnoo • Ceilins 1ile Oluo 

Samrlee have been analyzed by the EPA Method 600R-93/116 (7-93 Edition). Under c:unenl EPA resulationa, ■n "ubcaloa eontainins maleri■r contain■ more lhan ono percent ube11oa. The teal re11uh1 ■ro 
for the ample(•) 1uJ,milted and analyzed. Peroentase nnse• reported are alimelet and not abeolule nnse valuea, unlea otherwile indicated. NA e Not Applicable. ND • Nono Deleded. 

•4 No Mutic "->dated with Sample, 
•2 Subsamrle or lnhom09eneou, Sample hu been Analyzed. 
• 1 Nol Analyzed. 

,UM McKnhtht Road, Suite 102 • Pittsburgh, Pennsyfvanla 15237 • (412)931-1210 • Fu: (412)931-1304 Page IJ of 14 



u 

Camtech, Inc. Asbestos Bulk Sample Analysis 
R~porl Tac J.B. Spenoer O>rporation Atlftllloa: Mr. Sieve Hanel! Dabs 4-I0-9S 

336 Groover Road 
Greenville, PA 1612.5 Cllnil Code JDC Client N■mbffl 

Proftdz Raymark lndustrie■, Inc., Manheim, PA Prof Id Namben 9.smaM 

Doe• 
Asbea101 Pretent Other Fibrou■ 

Sample Type .t Percent Material, 
1..ah ID 11 Sample l. 0.ry10lile Type .t Percent Prooedura 
Number ~ample ID Number Sample Location Homogeneo1117 Sample Color Contain 2. Am01ite l. Fibrou■ Gius and Nolea 

Asbe1101 
1..ayered7 Fiben7 

3. Croddolile 2. Cellul011e 
4. Other 3. Other 

15141S 9S09U2-10S 
l■t Floor, e.■ 1 Office Adjaoenl to S/W 'I 
l!ntnnce • Ceiling TIie Glue 

I 

Sample■ have been analyzed bJ the EPA Method IIOOR-93/116 (7-93 edition). Under cunenl l!PA regulation,, an "ubeat01 containing material" contain■ more than one peroent ubealol. The te■t re■ult■ 118 

for the umple(■) 1uJ,mi1ted and analyzed, Peroentage nn9e1 reported ire e■tim1lea and not lbtolute range value•, unlea othel"MIO Indicated. NA • Nol Applicable. ND • None Detected, 

•t Not Analyzed. I•• 

4'.50 McKnight Roll<I, Suite 202 • Pittsburgh, Pennsylv111ia t.5237 • (412)931-12IO • Fu: (412)931-1304 Page 14 of 14 
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FIGURE 2·1 
SITE LOCATION MAP 

_____________ ENVIRONMENTAL LABORATORIES, INC. 
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SITE LOCATION MAP 
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